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01. 02

1000/6000/8000

C001

ASTM E1251
(Spark-OES)
Si: (0.010 to 0.84) %
Fe: (0.0035 to 0.94) %
Cu: (0.0013 to 0.21) %
Mn: (0.0083 to 1.45) %
Mg: (0.0010 to 1.20) %
Cr: (0.010 to 0.22) %
Zn: (0.010 to 0.20) %
Ti: (0.010 to 0.15) %
Ni: (0.0020 to 0.05) %

: ; ;

01. 02

2000

C001

ASTM E1251
(Spark-OES)
Si: (0.15 to 2.40) %
Fe: (0.063 to 1.22) %
Cu: (1.180 to 9.90) %
Mn: (0.050 to 1.00) %
Mg: (0.023 to 1.93) %
Cr: (0.03 to 0.109) %
Zn: (0.015 to 1.23) %
Ti: (0.013 to 0.194) %
Ni: (0.025 to 2.16) %

: ; ;

01. 02

3000

C001

ASTM E1251
(Spark-OES)
Si: (0.070 to 0.45) %
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Fe: (0.110 to 0.97) %
Cu: (0.005 to 0.30) %
Mn: (0.410 to 1.80) %
Mg: (0.010 to 1.45) %
Cr: (0.020 to 0.10) %
Zn: (0.007 to 0.20) %
Ti: (0.010 to 0.32) %
Ni: (0.002 to 0.05) %

: ; ;

01. 02

5000

C001

ASTM E1251
(Sparkrk-OES)
Si: (0.020 to 1.06) %
Fe: (0.130 to 0.55) %
Cu: (0.010 to 0.24) %
Mn: (0.042 to 1.00) %
Mg: (1.040 to 8.00) %
Cr: (0.030 to 0.25) %
Zn: (0.020 to 0.25) %
Ti: (0.010 to 0.20) %
Ni: (0.010 to 0.15) %

: ; ;

01. 02

70700000

C001

ASTM E1251
(Spark-OES)
Si: (0.038 to 0.46) %
Fe: (0.152 to 0.70) %
Cu: (0.031 to 2.50) %
Mn: (0.032 to 0.59) %
Mg: (0.258 to 3.34) %
Cr: (0.010 to 0.40) %
Zn: (1.0 to 7.90) %
Ti: (0.010 to 0.20) %
Ni: (0.003 to 0.05) %

: ; ;
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01. 02

C001

ASTM E1251
(Spark-OES)
Si: (1.100 to 17.8) %
Fe: (0.10 to 0.97) %
Cu: (0.010 to 4.85) %
Mn: (0.010 to 0.59) %
Mg: (0.027 to 1.40) %
Cr: (0.010 to 0.11) %
Zn: (0.010 to 3.00) %
Ti: (0.010 to 0.20) %
Ni: (0.010 to 1.50) %

: ; ;

01. 02

M002

ASTM B557
CNS 2111
JIS Z2241
ISO 6892-1
EN 485-1
5 N to 176.5 kN

: ; ; ;

( )


